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ASinglesided image

AEasy to read and interpret

Alndustrial proven technology

APatented radiography by

selective detection

Almproved subsurface resolution
Almproved subsurface contrast
ADepth information

e

A Land mine detection| 8

AFlaw detection
ACracks and voids
ADelaminations
ACorrosion
Meposits
Addhesive thickness

AMaterials
ABoric acid residue
APlastics
AReinforced carboarbon composite
ASpace shuttle external tank foam
AHoneycomb structures (Aircraft wings smmrs
ALaminates
AAluminum & titanium alloy

AFOD inspections

ASecurity applications



System
| evel
Solutions

AFully integrated system design
from nuclear reactors, to
aerospace and automotive,
Nucsafe has designed systems
that are deployed on land, sea
and in the air.

A Motion control

A Data acquisition

A User interface

A Image processing

A Industrial certification
A Support and training




Scatter X-ray imaging

Singlesided corrosion

detection through mult
layer stackups

Alnsulation

ACarbon fiber
AAluminum

ASteel
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